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UNCONFINED COMPRES SIO~I ~T~ TS OIl SII OW
A Comparative Study

:ntroduction

In 1967 field tests were made (Kovacs et al. 1969) on the unconfined
compressive strength of polar snow and ice. The study was performed at
amp Century , 0reenlar.~ , where samples with densities varying from 0.3140

to 0.890 g/ cm 3 were tested. In that report , the authors made reference to
the significance of the scatter in the test results and put forth uv that the
primary cause of scatter in the test results data is associated with the
singular or combined ef fects  of nonaxially loaded and/or irregularly sur-
faced specimen ends , and to a lesser degree due to the inherent crystalline
or structural flaws .” If the scatter were related to nonaxially loaded
specimens or to irregularly surfaced specimen ends , it was stated that the
mcre realistic un confined compressive stre~~ths would be the highest ones .
These strengths would have been “ohtaine’~ from tests in which the samples
had most careful preparation and alignment within the testing machine .”

Further consideration was given to the alignment problem which resulted
in the development of a new platen system designed to ensure nonaxial align-
ment of .inccnfined compression test specimens . A description of  this platen
system and some prelimir.ar-j results obtained with its use in testing the ~n—
confined compressive strength of freshwater ice are given in a Progress
Report “On a Platen Concept for Use when Testing Brittle Materia.s” (Ko vacs
97 ). This report indicated that unconfined compression test specimens ,
no matter how carefully aligned on top of a conventional ball platen , were
still misaligned. Therefore the specimens failed at an average load 30%
lower than the apparently more perfectly aligned samples loaded on top of
the new self—aligning platen system.

As a result of these findings it was decided to perform additional Un—
confined compression tests on Greenland snow for the purpose of determining
if the use of the new platen system would result in strength values higher
thar. those previously reported. It was anticipated that the new platen
system would provide better sample alignment in the testing machine and ,
therefore , a more uniform stress field across the ends of the sample. If
tr.~e, the expected higher strengths would support the reasoning advanced
by ?Thvacs et al (1969) quoted above. This report presents the findings
of unconfined compression tests performed at CRREL on 0.600— to 0.625—g/cm 3
density snow from Camp Century , Greenland — tests which do support the
reasoning of Kovacs et al. (1969).

Samples

Samples of polar snow for this study were obtained from the Inclined
Irift at Camp Century , Greenland (Kovacs et al 1969). Test specimens
were selected which had a density between 0.600 and 0.625 g/cm~ . Their
average density was 0.612 g/cm 3 . This density range was selected for corn—
parisor. with 15 samples of the same snow tested by Kovacs et al (1969),
which had densities between 0.600 and 0.625 g/cm3 for an average of 0.617
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The samples for this study were prepared in a special j i g mounted on a
lathe . Each sample was prepared as a smooth—faced right cylinder with ends
cut smooth and “flat.” The length, diameter and density of each is shown in
Table I. The average length and diameter were 20.7 and 7.5 cm , respectively ,
for a length to diameter ratio of ~~2.75 to 1. This ratio was selected to
minimize the effects of end constraint , which becomes severe below a ratio of
2 to 1.

The samples of Kovacs et al. (1969 ) were cut to a standard length and
planed smooth at the ends on a modified table sander. The ends were then hand-
honed on fine—grained emery paper to remove minor surface irregularities.
Extreme care was also taken to ensure that the side of each sample was
perpendicular to the ends . Final samples averaged 7.6 cm in diameter and
21.0 cm long, which also gave a length to diameter ratio of ~~2.75 to 1.

Test Equipment

The press used in this study was the same one used by Kovacs et al.
(1969) at Camp Century . The four—legged frame and cross heads of the press
were made with thick steel components prestressed to ensure low compliance
under load. A load cell was fixed to the bottom of the upper cross head
and a hydraulic ram was built into the base assembly. For the Greenland tests ,
the ball platen hung from the bottom of the load cell. This rather standard
platen configuration did not ensure axial alignment or proper seating of the
test specimen. For the comparative test presented in this report , a proto-
type platen system was connected to the top of the ram piston. It is described
by Kovacs (1970 ) as follows :

As shown in Figure 1, the platen system consists of a number of
components. These include the often used platen and platen ball
section with the platen ball fixed to the cap of the lower assembly.
Highly polished and hardened steel inserts form the underside of
the cap and upper face of the base. These inserts have a flatness
better than 1/100,000 in. Between these inserts is a loose array
of precision balls which give the cap , and therefore the platen ,
the unique and important feature of 360° of lateral translation as
well as circular rotation on the plane of the base insert . The leaf
springs , fixed to the cap, center the cap over the base. The tension
springs between the cap and the platen collar help to keep the platen
surface relatively level during raising of the test sample against
the upper surface of the testing machine (i.e. the base of the load
cell).

Besides pro riding anchorage for the tension springs , the platen
collar supports three linear variable differential transformers
(LVDTs). The LVDTs are used to measure sample deflection under
load and indirectly provide a means of measuring press speed and
time to failure. Signals from the LVDTs and the load cell are
recorded at 60 in./sec on a high speed magnetic tape recorder arid.
then played back at 1 7/8 in /sec into an X—Y plotter . The latter
provides a graphic printout of the complete load vs deflection
history of the test specimen up to failure.
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The above platen system can t-e used as follows . A test speci-
men is placed upon the platen , the ram is activated ar.d the speci—

~en is lifted upward against the rigid load cell . At contact the
specimen automatically seats itself. This is possible because the
cap is free to move laterally, allowing the platen to pivot the
specimen into proper alignment . (This movement is illustrated in
Figure 2.) The above technique is most desired when the test is
to be performed at a set press speed . The automatic a1i~ nment
feature allows the machine to come up to speed prior to specimen
contact with the upper bearing surface.

When press speed is not important and lateral translation of
the cap is not desired during the test , the test can be performed
as follows . The specimen is brought into alignment by applying a
very “low” seating load. The cap is then immobilized by seating
the locking screws (shown in Figure j. Loading is then continued.

A second generation platen system has been designed to eliminate the need
to stop and lock the cap (Kovacs 1970). In this study the first generation
platen assembly was not locked.

Test Results

It has been shown that when unconfined compression tests are performed
on snow ice above —21.14 C at a strain rate faster than 0.O035/s , there is no
significant change in the failure stress (Carter 1970). Strain rates lower
than 0.0035/s can have a significant effect upon the fallure stress
(:~crzhavin 1962); therefore , to reduce the strain rate effect , for which
there is no satisfactory correction , only samples which failed at rates higher
than 0.0030/s were selected for use in this comparative study.

The time to failure and strain at failure for the unconfined compression
test specimens used in this study (Table I) averaged 0.75 s and 0.00318 s,
respectively. The average strain rate was 0.OOl~2/s compared with O.0O1~9/s
for the samples tested at Camp Century (see Table I). The fact that the
average strain rate for this test program and the one made at Camp Century
are above 0.0035/s and in close agreement with one another should eliminate
bias in the failure stress due to strain rate effects arid should make direct
comparison between the tests possible .

The unconfined compressive strengths listed in Table I show that the
specimens tested at Camp Century , Greenland , fa i led at an average unconfined
compressive strength ac of 21.2 kgf/cm 2 ( 302 ps i )  while those tested on the
new sel f—align ing platen system at CRBEL failed at 27.0 kgf/ crn 2 (3814 p s i ) ,  a
27% higher stress level. However , Table I also shows that the sampl~s 

~tested in Greenland were at — 2 5 °C while those tested at CBREL were 3 to 5 0
warmer . There are numerous reports (e .g .  Carter 1970 , Bender 1957 , But—
kovich 19514, Kovacs 1967, Mellor and Smith 1966, Peyton 1966, Veinberg 1929,
Vitma n and Shandrikov 1938 , Weeks and Assur 1969 , and Wolfe and Thieme
1963) which discuss the 

~~ 
dependence of snow or i~e on te9erature.

- .arter (1970), for example , shows that between —10 and —30 C the strength
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2 0  0~ - ,of grow ice changes at approximately 2.2 kgf/cm C (~~i psi ! C). his
rate of strength increase is high in comparison to those found by muot
other investigators . The norm is perhaps best expressed by the o~ vs tem-
peratur e data of Butkovich (1 95 14) ,  Vitrr ian and Shandrikov (19~~ ) and Wolfeand Thieme ( 1963).  Their dat a show that  in the temperature range of —2 0°C
to —~ 0~ 0 the uncor. f ined compr essive strength ot’ ice changes at the rate of

~~0.75 ~r~ /cm
2 °c (~~u ps i / f ) .  To conform with0the Camp Century test ter:.—

perature , the values obta4.ned at -20 and —22 C have been adjusted t
—25 C using the above correction. In so doing the average o~ ‘ralue for t:.e
laboratory tests becomes 30.2 kg!cm~ (1430 psi) and the difference betweer,
the average of the lower Camp Century o~ values and that of the labor at ory

values increases to ‘42~ .

It was pointed out that the output from the three LVDT ’ s , which  re corded
sample deflec t ion and the output from the load cell , were recorded on a high—
speed magnetic tape recorder . These signal data were then played back at a
much slower speed into an X—L’ plotter . Load vs de flection , load vs time ,
and deflection vs t i me plots could thus be obtained. ~Tcrk sheeto with the
1 :ad—deflection and load—time curve for each specimen are shown in Figures
3—18. EThctrical noise within the CRREL laboratory picked up by the tape
recorder caused the saw—tooth microrelief on the curves . ~

‘arious filterim~
techniques were tried in an attempt to eliminate the noise and smooth the
curves but they were abandoned when it was noted that the data were
adversely affected. The curves nevertheless are exceedingly interesting,
for they provide a new insight into the stress—strain behavior of firm and ,
as Kovacs (1970) has shown for ice up to. failure , a load history which can
only be observed through the use of a high—speed recorder .

Examination of the load—deflection curves (i.e. stress—strain curves )
shows that there was very little curvature prior to Hookian behavior and that
the load—deflection curves show one or more steps . The strain adjustment
events were not the record of LVDT seating. This is clear from the load vs
time curves, which show that each step in the load—deflection curve was ac-
companied by a sudden decrease in load . This would suggest that stress con-
centrations were being released by some dilatorj eveot , perhaps or.e associated
with the movement of line defects or the formati,r. of microcracks. This
phenomenon was observed in the Camp Century test data (see , for example ,
stress—~train curves 20 V— 2 and 30 V—3 of Fig. 10 in Ifo’iacs et al. 1969) but
was not referred to in Kovacs et al. (1969 ) due to an uncertainty of the
reality of such a phenomenon. Experiments by Hudson et al. (1971) indicate
that dilatorj adjustments also occur in the stress—strain curves of marble,
sandstone and concrete tested in unconfined compression.

With some tests the tangent moduli 5T increased after dilation (see Fig.
16) while in others there was a decrease (see Fig. ‘ 4 ) .  However , for the
majority of the tests there was no significant change in ET as a result of
dilation . This was surprising as it in fe r s  that no “hardening or s t i f fen i n g ”
nor structural  weakening occurred during this stress—strain readjustment .

The tangent and secant moduli for  each test are listed in Table I. No
temperat ur e adj ustment has been made in modul i from the laboratory tests to
conform to the temperature cf the Camp Century tes ts .  The reason is that

5
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:I:~~aya (1959 ) has shown that between —10 ° and — 3 0 °C ts ’re is only a 2.0~
change in the  dynami c modulus per °C. One may assume that t~ e same wool -I
be t r i ’~ for the s ta t ic  modulus . Table I shows that the aver-age tangent
rnodulis obta ined  from the laboratory tests  (l7~~~O0 kg f/’cm 2 or 2s6 ,000 psi)
and from the  Camp Century t es t s  ( i6 ,~ -9C kgt’/crn2 or 2L2 ,000 p s i )  are n e a r l y
the same . The s l ight  d i f f e r e n c e  which does exist  is probably  r e l a te- i  to
the method used to analyze the data from Camp Cen tu ry , i .e .  m a sk i n g  di la t ion
steps in the stress—strain curves . Therefore, for all intents and purposes
the tangent mcd~ li are wi th in  e x p e r i m e n t a l  e r ror  and show , as exoect ed , th a t
the  two st udies were performed on firn with the same structural r roperties .

In a n umber of tes ts  fo llowing  the las t d i l a t i on  recorded the load di’l
not immediately drop to zero but heLd momentarily or even tricu to increase.
This may be seen in Figures 7, 12, 15, and 11.

Discussion

The strength of snow varies not only with its density and str~ -~tore but
-also with external  c o n d i ti o n s  w h i ch  change i ts in te rna l  n a t u r e  an-i s t r ess
distribution. In this respect snow and ice exh ibit a conmiexity of oo L:[—
phases which rr-ukes determination of their physical and mechanical proPerties
directly related to the external conditions existing at toe tine of each de-
t e rmina t ion . Although experiments have been performed on snow and Lee during
which certain external conditions have been held constan t (e.g. temperature ,
strain rate, load rate , stress , specimen size , etc.), the physical nature of
th e deformatio n an d strengt h properties of snow is still not clearly under-
stood. Attempts to develop theories related to snow de f o r m a t i o n  or collapse
under load ha-re there fore  lacked agreement with f a c t .  This difficulty is
related to the physical nature of snow or ice whose s t rer ig h and s t r u c tur e
change directly with external conditions which have not been adequately de-
termined or taken into consideration.

In this comparative study every effort was made to limit the variables
known to affect unconfined compression test results. This included the use
of snow samples of virtually the same size , shape and density obtained from
the same location. The hydraulic testing machine used for the Camp Century
tests was also used at CRREL . The s train rate was nea r ly  the same f- ,r both
studies but most importantly averaged above 0.0035/s , the rate below which
the failure strength of ice increases rapidly and above which no apparent
increase in failure strength occurs . The tem perat u re was warmer for the
CRPEL tests but this effect could be corrected for.

Two variables dii exist which made the samples tested and the test
apparatus use’! at CPP F L dif f~ rent f rom those used in the  Camp Century study .
First , while careful sanding and hand honing of specimen ends was perf ~rmed
on each Camp Century stecime n to ensure t h a t  the ends were flat, parallel ,
and perpendicular to the samp~e axis , it must be considered that the samples
prepared on the lathe at CRREL were more nearly perfect right cylinders with
flatter ends . Cecon’uly , the platen assembly used at CHREL was , or ’ course ,
significantly different from that used at Camp Century . Determining the
exact contrihot~ on of these tw o variables to the net gain in the values
noted in the CRREL tests is not possible ; however , the relative contribution
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is. Kovacs ( 19T 0) performed unconfined compression tests on freshwater
ice samples of the same size and. shape as those used in this study . The
samples were made into right cylinders on the same lathe and tested on the
same hydraulic press .  The s ignif i cance  of these tests  is that the  samples
tested on the new platen assembly failed at an average 3O~ h ighe r  stress
level than similar samples tes ted on a conventional  p la t en—bal l  assemb ly .
It may thus be reasoned that of the 142% increase in the average failure
stress of the firm samples tested at CEFEL over those tested at Camp Century ,
‘n~ is the result  of better  ali~ mmem t sn the new platen assemb ly and 12% is
cue to better specimen preparation.

~hile the no ted  increase in failure stress is significant and represents
the h ighes t  a~ values obtained to date on 0 . 6 0 — ) . 6 2 5  g/ cm 3 density snow at
these strain rates , the scatter in the data has not been reduced. It is
speculated. that the scatter is not that associated with imperfect sample pre-
paration or i mp e r fe c t  sample a l ignment  but is the result of i n h e r e n t  crystal-
line or s t r u c t u r a l  f law s .

The load—def lec t ion  curves all show that  s t ra in  di la t ion accompanied by
load r e d u c t i o n  occurred during each of the unconf ined  compression tests made
at CEFEL. These adj ustments characteristically occurred in. 8 ms , dur ing
which the  highest  load decrease noted was 208 kg (1460 ib) arid the h ighes t
de f l e c t i o n  measured was 0.025 cm (0.01 i n . ) .  The cause of this dilation
phenomenon may be associated with strain adjustment around internal -disloca-
tions or microfractures (Savage and Mohanty 1969) or with i n i t i a l  s pl i t t i ng
of the test specimen into a columnar structure prior to failure . govacs
(1970) has explained the dislocation as follows :

Whatever the cause, it can be postulated that failure may be
brought on prematurely by the elastic—response of the testing
machine during this  strain adjustment . The reasoning here is that
during s t ra in—adjustment  the machine is suddenly unloaded and
elastically tries to return to its fully unloaded state. The sam-
ple , in the process of adjusting to receive additional load , is
suddenly overloaded by the “onrushing” machine and fails. If this
is what happened at fai lure then the test  specimens could have
sustained even greater loads . At the least it points out the de-
sirability of oerforming unconf ined  compression tests with a stiff
machine, i.e. one with “little ” compliance , to ensure against pre-
mature failure (Kovacs 1970).

For a descr ip t ion  of s t i f f  test ing machines see , for example , Bieniawski
( 1966 , 1967, 1968 and 1969), Hawkes and Mellor (1970),  Hudson et al.
( 1971) , and. Rumme l and Fairhurst (1970).

Conclusion
The results of this study support the contention of Kcvacs et al. (1969 )

that tl’eir unconfined compressive strengths of Camp Century snow and ice
may be low due to possible irregniarities on the specimen ends and/or non—
axially loaded samples. Either of these conditions would cause a nonuniform
stress field to ex is t  across the sample ends and cause samples to fail at a
lower stress level than if a uniform stress field existed. The combined
ef fec t  of preparing cyl indr ica l  f ir m  samples on a lathe and testing them on



a new multi—degree—of—freedom, self—aligning platen assembly at CFREL was
a significant increase (142%) in the average unconfined compressive strength
of 0.600— to 0.625—g/cm 3 density snow over that of samples tested at Camp
Century, Greenland. These results coupled with those of Kovacs (1970)
show the advantage of using a self—aligning platen system to ensure riomaxial
loading of u.nconfined compression test specimens . It is hoped that o t h e r
investigators will make similar comparative unconfined compression tests to
further do cument the mer i t  of se l f—aligning platen systems . ‘Tith guarde d
optimism the author believes that such tests will show higher s t r e ngth
values consistently obtained with the use of a self—aligning platen assemb l.y.
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Figure 10. Work sheet of X-Y plotter trace of load- tilne
and load-deflection data from test GR-14.

THIS k A ~~ 1~, E~~STQ~.HLjkj ?I CTi.~ &i~L3
19 EEOM COPY FUktZ~I~ 1j ~j  1’ODDO .~~~~ —_ 

--- - - - - - 
_ 

--- -  - 

~~~~~~~~~~- 



~~i~

__
IT
_
:: ~~~~ ~~~~~~~~~~~~~~

_ _ _ _  _ _ _ _  _ _ _ _  I ---- - - - - -  —
~~
-—---- _____

I. I - I - - -

- I - - -  - I - r — . /a~~~I - ~~~ -
- - - I - - 

~-. I - -— - -

~~~~~~~~~ 

_ _  _ _  _ _ _

- 

- ~~~~~~~~~~~~~~~~~~~~~~~~~~

II

__HI- _ _

~~~~~~~~~~ 

r - 
~~ ___ __--

~~ 

~ 
H I ~~~~~~~~~~

- - -

~~~~ 

----
~
—-1- - - -  -

~~~~~~~~~~~L i  

-

~~~~~~ 

_
- - I -

ii ________ 
I - j -_ _  — I

I f /  —

- -
_ _ _  

~~~~~~~~~~~ 

-

~~~~ 

_ _ _  _ _  _ _ _  _ _ _

_  

-

~~~~ _  _  
H 

_

-- __ 

- 

- 
- t:JI~I .   ~~~~~~~~~~ - I

I - I  
- i  I - - I

I ~~i ~çQ~~ 9~
p
~ 

‘I

_____ - —~~~~ —-- — —  —
- 

- r — - - — - - 

I ~~~~~~~~~~~~~~ c.~~ cA~ o~~’~~~
- I i. — - 

I

-- - / I

_ _ _ _  
/~

_ _ t-—
~
- - -  —

~~~~

— 

~~~~~ ~~~~~~~~ ~~ p-
_____ _____— ~~~——  ~~~~~~~~ ~~~~~~~~~~~~~~~~ 

~-:

- - - - 
I 

- -~ 
I 

-

____ 
j I I 

_ _ _ _  

I 
_ _ _ _  1

r I

Fi gure 11 . Work sheet of X-Y plotter trace of load-time
and load -deflection data from test ~R-l5 .

~N~1 PA GZ IS 8EST QUA.LITY PRAC2LCA~fl~~ 20
~iit T VUi ~N J - ; ~~I- 11 TO DDC .~~~— -—

— — - - - - — - —



I 
I - H I  

~

-

h 

- -  -

~~ 41 

~~~~I~~~~
— t--——~

— -— + --——-- —- - -

~~

- - - - - - - 

~~

- - - -

I 
——

- 
-

_ ) - - - - I -S - I

- - - I - - -

~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ ~~~~~~~~~ 
- --- - - 

-l I/I - 
- I Slr~~s Load

- 
- - 1. - - I - I ~ SI lbs 

~.—L - ______ ________ 
1 - 3200 r— —-—’ I

- - I
•

I—-- -~ 
1 3 R 1 6

p— 
~~ - H -~ 400 - 

- T —.tl ~~ - - I~ - I / I
- ~~~- - -~ - - I -  240O~ / 

-

- 

- 

300 /~ /

~~ ~~~~
_  1 

~~~~~~ 
‘\ L 4  L -- - . . I600fl /

‘ . 
— 

-~ I .  — - — 
•I~4,~ b / /

V -
~~ 

- - -~M ~~O0~~- /~~~ - - -4 -

~~~~~ 
:i -~~~~~~~~ —- 

~~~~~~~~ 
. 100 - / 

- - I
_ _ _  _ _ _  —----— I_ _ _  1

L~ N
’

. - t -
~~~~~~

- - - _ - - - i
~~~~~~

--
~~~~~~~

_ 1 — -
.I._ 

~\ 0 0cM 316 024 032 —
-~~ - ~~~~ _ J — _~~~~~~~. : .  DefIecIlo n . ncn.s 

- - L -  ~~~__ ~~~~~~~~~~~~~~~~~~ 0 . 001 002 003 004-

_ _ _ _  - 

- - 

~~~~~~~~~~~~~~~- -- — - - -i  I -
~~~~~~~ 

- -

~~~~

_ _ _ _  

TL
_

I

~~~~~

!__ 

~~~~~~~~~~~~~~~~~~~~~~ 

I 

_ _

- I I  ~~~~~~~ ~~ 2 çY~-’-c
-- - -

- - I  

_ _ _  

_r~.4~~~ f } -_ -
~ 

-
i 

-  - i

L . . . . .// ~~~
/ .  ~ ~~~~~i ~~~~~~~~~~~~~~ -

_ _  

- -

~~~~ 

-
~

-
~~:~~~~~J_

—

_ __ _ _  _ _  

—H 
_  _ _ _ _

~~\ I / ~ I~~~ ; - - ‘
~ :~~~~~

- -

o tii~i 
- / -____L~ 

J1~~/7~~~~~~

/ i =- - - - -  I ~~~~~~~~
- - —— J---~

-- -

~~----- —~ 
-- - _

~
—

~~ ~~~~~~~~~~~ i/~~~~c~~ ~.~~22?/~~ 

Figure 12. Work sheet of X-Y plotter trace of load-time and load -deflection
data from test GR-16 . (Note insert which illustrates that load -deflection
curve can also be used as the stress -strain curve)
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Figure 13. Work sheet of X-Y plotter trace of load-time
and load-deflection data from test GR-l7.

THIS PAGSI. 1~~BESIQU/~.Ii 22
7~OM OOFY FUI~ 1. - TO ODO



- 
-

I\4 ~~~O I ~~ - I -
- I - 

- -  -

s
~~ S

-
~ ~~~ 

- - - - - -
- - 

~~ 
\ 1  - -

_____ -

_ _ _ _ _ _ _ _ _ _  

I 
_____  

-

~ 
____  I I

I L 
L 

- 1~
-—- -- 

-

-~ ~~ - - - -

~~~~~ - 
‘
~ - I 

-

-

- I I 
-__ - _ _- - _ _

- I 
- I

.-
~ 

I I - - 
~~~~~~~ 7 /’~~4. - -

— — — — — — I
- 

I~~~ 

- - - - 

I 
-___

_ _

l

~~ 

- . _ _ _ _  
I 

_

- - 
I I 

-
- I - - - -  - 1 

~~ l~~ - --4, - -  - 
-
~~~~~~~~~~~~~~~ 

_-.2 _ _  _ .~ ._ —
~ 

-
~H- - ~ 

- -\  - ~~~~~
- -

-
- 

— 
- 

—

- - —  - - - 
5, 

-

:_ - - _~~ _ _ 
.~. _ I~ ~~ - - -——- — —--- ----—---—- -- —-- - -

~~ 
-

~~ ~L_ 

-

-s

_ _

- 
_ _I\

~~~ 

_ _  

-

~~~~ - - -  -

_ _  _ _  

11 ~~
- I-—

~~
--
_
it~~

1
- - I 

~~~~ ~~~~~ ~~~~~~~~~~~~~~~~~~ - - _______ 

- - °~ dI~~~~ ~~~~~~~

_ _ _

- IEE:~L’Iif If 
_ _ _  

if 
__

.t 131-I

~~‘-~~~~~~~~~ Ii ~ 
I~ __ __

_ __ 
- . . . L i . . ~~._ (-

~~~~~~~~
. --

- 
—
,~~~~~~

--------
~~~~~

--  -- - /  4~~~~ ~~~~~~~~~~~~~ 

- f : _ ~~ 
- 

7 ~~~~
- 

~~

-

~

- - - - -  

- 

~~/ -/H: I2i~~~L~0-
- 4 - - —  -- I  I -~ - H -

~~ 
~~~~~~~

I - - - ______ —~~~I ~~~

.
- I - .  ~~~~~~~~~~~~~~~~~~~~~~ zi

~~~ =I ~~~~~~~
I 

I 
I 1 ~~~~

-
~~
-— -r

—
I 5

- 
-  

J -~~~~~~~ ~~ -~~~ ~~~~~~~~ i2i ~~~~~~~~~~~~~~~~ ~~
.

p ~~~~~~ __

Figure 14. Work sheet of X-Y plotter trace of load-time
and load-deflection data from test GR-l8.
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• F igure 15. Work sheet of X-Y p lotter trace of load-time
and load-deflection data from test GR-21.
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• F igure 16. Work sheet of X-Y plotter trace of load-time
and load-deflection data from test CR-22.
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Figure 17. Work sheet of X-Y plott er trace of load-time
and load-deflection data from test GR-25.
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Figure 18. Work sheet of X-Y plotter trace of load-time
and load-deflection data from test GR-26 .
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